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Note:

Seam Detail, Modifed Bitumen Substrate

This detail is utilized in the specification and design of fluid-applied roofing, in both new and 
retrofit applications.  It is provided to show a generally recommended procedure for dealing with 
the condition shown.  It will not and cannot provide a specific solution for every condition likely to 
be encountered in field application.  Where field conditions differ, the use of applicable portions of 
the detail shown or its adaptation by an experienced and conscientious applicator should result in 
a quality project.

Neogard Roofing Topcoat
Neogard Roofing Base Coat
Neogard Primer (as needed)

70690 or 70695 Roofing Mastic
at 80 mils

Modified bitumen
membrane

Roof deck

Extend 1” minimum
both sides of seamTopcoat at seam: 

15 mils minimum

Neogard Roofing Topcoat
Neogard Roofing Base Coat
Neogard Primer (as needed)

Base Coat and Tietex fabric; refer to 
Guide Specification for preparation 

Modified bitumen
membrane

Roof deck

Extend 3” minimum
both sides of seamTopcoat at seam: 

15 mils minimum


